ANNEXURE

Specification for Ferric Alum_Grade -4 :

1. Ferric Alum ( Grade — IV ) as per 1S-299:2012,

2. Al203 content of minimum 16 % by weight.

3. Insoluble less than 0.2% by weight.

4. Soluble iron compound less than 0.04% by weight

5. Weight of each slab: - 20 — 25 kg approximate.

6. The supplied material shall be manufactured within 01 (one) month
7. Material should be solid form and color should be white.

8. Offered price should be FOR Destinations.

9. Material with available A1203 below 16% will be paid pro-rata basis.
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