D24 AN~ -

N

ANNEXURE
SPECIFICATION OF POLYTHENE BAG

Polythene bag made from single piece virgin material, in natural
transparent colour weighing around 400 gms. per bag. Size of bag 100 cm x
180 cm. One end of the 100 cm side will be double sealed with 3 mm.
Sealing width and the other end will be open (filling mouth of bag).
Variation in width and the thickness of polythene bag will be as per IS- 2508
of 1963.

N.B.:

A 6” X 6” sample of material to be used for making bag muii/lr/
v be

enclosed with the offer for evaluation failing which offer E\Qﬂ.
rejected.

** After receipt of the material, if any polythene bag weighs less than
400gm(-20gm) during inspection, then the particular bag/bags shall be

rejected.
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