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Ref : PUR/2/35/8185/1080

Item : Sulphuric Acid

MATERIAL DETAILS

Material: Sulphuric Acid 98% concentration (min.) conforming to ISS: 266 — 1993 (latest

revision). It should be free from Sludge or any suspended impurity.

Scope: Supply at our site at Jaduguda & Turamdih.

Quantity: 9,000M. T

The quantity may vary as per actual requirement.



